TEST REPORT

BUREAU
VERITAS

R t Number: March 05, 2019
iggg;;ﬁ%?“‘ er (6219)056-0315

pyulliye
Date Received: February 25, 2019 Page 1 of 11
Wik I : 20194202 F 25 {

FLEXWAVE CO., LTD.
2F., No. 30, Jiazheng 10th st., Zhubei City, Hsinchu County 302, Taiwan

TROTEOLAER I ATR A F
30274 ¥R TAL I SR EC - 30 3E 248

Sample Description: Arc-Solar box
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SUMMARY OF TEST RESULTS Jist4% B i

TEST REQUESTED ISR E R CONCLUSION #53& REMARK f##zF
European Parliament and Council Directive 2011/65/EU on
the Restriction of the Use of Certain Hazardous Substances in .
Electrical and Electronic Equipment (RoHS) DATA ‘Test result in page 5

O] quip: SHREAGEEEHE 5 H
HRECHE B E BT B S (BT BRI Him HAGRFAT S 5
BEYEES) > 2011/65/EU
Phthalates Test — Directive (EU)2015/863 Amendment of
European Parliament and Council Directive 2011/65/EU on
the Restriction of the Use of Certain Hazardous Substances in
Electrical and Electronic Equipment (RoHS)
(Note: The amendment will be effective on 22 July 2019. For

medical devices, monitoring and control instruments, DATA Test result in page 7
effective date will be 22 July 2021.) Bl SFERLE RS 5 7 B

HIAE — EHREESAER- $52 2011/65/EU B & fIs R &g
AT R P IR F LA EE (RoHS)HIEIE
225 4(EU)2015/863.

CERAEIEZFFA 2019 5 7 H 22 HiL4RL - $HREERRY
8 S B AR A H B By 2021 £ 7 H 22 H) ©

C/N/TC/ML
Bureau Veritas Tel : 886-2-2895-3666
Consumer Product Service (H.K.) Ltd. Fax: 886-2-2895-6999
Taiwan Branch http://www.cps.bureaureritas.com
37, Zhongyang S Rd., Sec. 2, Beitou,
Taipei 112, Taiwan, R.O.C.
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Compliance Test — European Parliament and Council Directive 2011/65/EU on the Restriction of the
Use of Certain Hazardous Substances in Electrical and Electronic Equipment (RoHS)

RN - AR EZ S St HEFEMRVESETEREAFXLEEWERES) » 2011/65/EU

See Analytes and their corresponding Maximum Allowable Limit in Appendix

T B PR B SCFTIR — R 8%

- Result
i i PBDE
Parameter Lead (Pb) Cadmium | Mercury | Chromium PBBs 43 s Conclusion
2% 4t (Cﬁl) (Hg) VI (Cr VI) S 25 T
= - i K I IESE S "N Rl
Unit
By mg/kg mg/kg mg/kg mg/kg mg/kg mg/kg -
Test Item(s) ) ) i i i i i
HFEHEE
1. ND ND ND ND ND ND PAS S
piiEic)
PASS
2. ND ND ND ND ND ND S
PASS
3. ND ND ND ND ND ND S
PASS
4. ND ND ND ND ND ND S
5. ND ND ND ND ND ND PAS S
I
6. ND ND ND ND ND ND PAS S
I
PASS
7. ND ND ND ND ND ND S
8. ND ND ND ND ND ND PASS
PR
PASS
9. ND ND ND ND NA NA B
10. ND ND ND ND ND ND PAS S
i
Note / Key j¥1%:

ND = Not detected =GR
Negative = &4
mg/kg = milligram(s) per kilogram Z i 4T 7¢= ppm = part(s) per million
Detection Limit : See Appendix.
TR — R 8%

C/N /TC/ML

NA = Not applicable {7

Positive = 54
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Phthalates Test — Directive (EU)2015/863 Amendment of European Parliament and Council Directive
2011/65/EU on the Restriction of the Use of Certain Hazardous Substances in Electrical and Electronic
Equipment (RoHS)

BRI EHIEA- $592011/65/EU BRNR G EFHNETFERIFEPRFIERALEEEYE
(RoHS)HMEIEZE 54 (EU)2015/863.

Test Method . With reference to International Standard IEC 62321-8: 2017.
HETTE T SIEEPEAERE IEC 62321-8: 2017.
Maximum
Allowable Limit: DEHP, BBP, DBP & DIBP: 0.1% (Each) 5
N ) K - , WK B T NS, W B TR A AR R T E0.1%(EE
B A AT FH e R, MR T HRE T R, MR )
Result
Tested Item(s) &R Conclusion
HFTEH Detected Analyte(s) Conc. Unit &Eim
T RIEIRY AT BE Hfir

PASS

o,
1. ND ND % S
PASS

o,
2. ND ND % i
PASS

o,
3. ND ND % i
PASS

o,
4. ND ND % i
PASS

0,
5. ND ND % i
PASS

o,
6. ND ND % i
PASS

o,
7. DEHP 0.0343 % BB
PASS

o,
8. DEHP 0.0408 % BB

9. NA NA % /

PASS

o,
10. ND ND % i

Note / Key ;3 5%:
ND = Not detected {EMEHIRIE ~ NA = Not applicable 7R FH
mg/kg = milligram(s) per kilogram Z 754 T 7= ppm = part(s) per million
% = percent [ 457% 10 000 mg/kg =1 %
Detection Limit g HFR(%) : 0.005

Remark: The list of phthalates is summarized in table of Appendix.
st A R BRI seAg

C/N /TC/ML



